SUMMARY OF QUANTITIES

REQUIRED ASPHALT RESURFACING

4018-111
B81TUMINOUS 420A-015 424A-370 424B-656 424B-658
- - 424A-361
SURF ACE 408A-052 [ ;.0 o0 | POLYMER 42825300 Bﬁ{‘,;lﬁgﬁs B,fuM,SSUS BITUMINOUS B1TUMINOUS BITUMINOUS 428A-001
TREATMENT | o s 000 PLANING TER MODIFIED| o) pep WEARING WEARING WEARING UPPER BINDER | UPPER BINDER SCORING
CONTRACT UNIT TYPE “G". exISTING [mennine | oPEN | oo | Sumrace SURFACE SURF ACE LAYER LAYER BITUMINOUS
CRS=2 (WITH | TACK COAT | pavemenT |"oeviee” | ORADED | “roinee™ | 1,7 max acc | 34 max acc | (WIDENING) (PATCHING) (LEVELING) PAVEMENT
POLYMER (2" DEPTH) FRICTION| rp ek coaT ZESAL A/B ESAL C/D 34" MAX AGG 112" MAX AGG 3" MAX AGG SURF ACE
ADDITIVE) COURSE ESAL C/D ESAL C/D ESAL C/D
SQYD GAL SQYD EACH TON GAL TON TON TON TON TON MILE
23 | LYNN DRIVE 4171 20 386 25 30
24 | CR-406 5546 50 513 25 125
25 | BROOK TROUT DRIVE 653 25 60 25
26 | CR-433 4340 50 457 10 320 170
27 | CR-437 4366 85 404 180 140
28 | CR-453 1860 20 172 40
29 | CR-93 1284 20 119 25
30 | MIMOSA DRIVE 1294 20 120 25
31 | CR-52 EAST 60 50
SUBDIVISION UNITS
32 gAg:“ﬁLEDéIEAYHILL TER. %6 1926 318
33 | BENT RIVER ROAD 3131 20 196 20 20
34 | EAGLE CREST DRIVE 363 1187 30 20
35 | ESSEX DRIVE 255 5100 421
TOTALS = 260608 4613 46746 5 713 2332 1662 = 25931 1896 2335 2530 6
NOTE: UNLESS OTHERWISE NOTED IN THIS PLAN SET OR DIRECTED BY THE PROJECT ENGINEER. PLACEMENT RATES FOR PATCHING AREAS SHALL BE 440#/SY AND LEVELING SHALL BE 165#/SY
=  ADDENDUMS 3/8/2023
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